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Grain Growth Simulation

Interface motion by mean curvature leads to shrinkage and
eventual disappearance of grains. By making one of the grains
transparent, triple lines and tetrahedral points are visible in the
interior of the microstructure. The first three time frames reveal
the smooth motion of the interior interfaces.




